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National Engineering Handbook


Instructions for Use

Minnesota Construction Specification 34—Steel Reinforcement
1.  Applicability

Construction Specification MN-34 is applicable to the placement of steel bar reinforcement and steel welded wire fabric reinforcement for reinforced concrete or pneumatically applied mortar.

2.  Material standards
ASTM Standard A 184, A 185, A 497, A 615, A 616 and A 617 are referenced in Construction Specification MN-34. 

3.  Included items
a. Complete placing drawings.  (Detail drawings as specified in Structural Design, Section 6, National Engineering Handbook.)

b. Steel schedule and bar list and bending diagram if needed to facilitate the placement drawings.  These are usually needed for all except very simple structures.

c. Type and grade of steel.

d. Bar splice requirements (lengths, location, type, and staggering)


4.  Construction details 
In section 9 of construction specification MN-34, prepare and outline job specific "Construction Details" (CD) in accordance with these instructions. For ease of utilization, the use of recyclable color paper for the CD should be considered.
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